'-t-“gu- Inc. Geochemical

12980 Cedar Dr.

Lakewood, Colorado 80228 Bc Lab Report

(303) 989-1404

BONDAR-CLEGG

REPORT: 098-1009 | PROJECT: BLASTHOLE PAGE 1 ]
SANPLE ELEMENT FireAu  CN Au SAMPLE ELEMENT FireAu  CN Au |
NUMBER UNITS  OPT 0PT NUKBER WNITS 0T 0PT j
D2 §-9-6-020 40,002 D2 §-9-6-239 0,027 0,026
02 §-9-5-021 0,003 12 5-9-6-240 0,016 0,013
2 §-9-6-022 0,002 D2 §-9-6-241 0,015 0,013
D2 §-9-6-023 0,004 B2 §-9-4-242 0,018  0.016
02 S-9-6-024 0.010 02 5-9-4-828 0,022  0.031
B2 5-9-6-025 0,007 2 S-9-4-829 0,028 0,026 |
12 §-9-6-026 0.009 12 5-9-4-830 0.011 |
02 S-9-6-027 0,008 D2 S-9-6-831 0.009 |
D2 5-9-6-028 0,012 D2 S-9-6-840 0,017  0.016 |
D2 S-9-6-029 0,010 D2 5-9-6-841 0,016 0,021 ]
12 §-9-6-030 0,013 D2 §-9-6-842 0,028 0,031
02 §-9-6-031 0,014 12 5-9-6-843 0,014
02 §-9-6-045 0,010 D2 S-9-4-844 0,033 0,019
02 S-9-6-046 0,005 D2 S-9-6-845 0,024 0,023
2 $-9-4-047 0,003 12 S-9-4-B4¢ 0,040 0,047 |
12 5-9-6-070 0,002 D2 S-9-4-847 0,040 0,042
02 §-9-4-071 0,004 12 S-9-6-848 0,053 0,042
02 $-9-4-072 0,004 D2 5-9-6-849 0,022 0,018
D2 §-9-4-073 0,773 0,163 12 5-9-6-850 0,008
D2 $-9-6-074 0,006 12 5-9-4-860 0,004
02 §-9-6-075 0,008 12 §-9-6-869 0,038 0,034
D2 §-9-6-076 0,007 D2 $-9-6-889 0,025 0,024
D2 S-9-6-077 0,005
02 5-9-6-078 0,009
D2 5-9-6-079 0,008
D2 5-9-6-080 0,026 0,028
D2 §-9-6-081 0,025 0,026
12 5-9-6-096 0,012
D2 S-9-6-097 0,021 0,011
02 §-9-6-228 0,020 0,018
D2 §-9-6-229 0,033 0,030 I
D2 S5-9-6-230 0,026 0,024 |
02 5-9-6-231 0,088 0,045 '
B2 §-9-4-232 0,049 0,045 l
B2 §-9-6-233 0.09%8 0,091 |
12 §-9-6-234 0,066 0,053
02 §-9-6-235 0,047 0,040
B2 §-9-6-236 0,034 0,026
12 §-9-6-237 0,030 0,016
12 §-9-6-238 0,039 0,034
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LAB.REPORTNO. '
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BONDAR-CLEGG INC
-
12980 W. CEDAR DR, LAKEWDOD, CO. 80228 PHONE: S89-1K104 TELEX: 45-683
] SAMPLE SHIPMENT NOTICE
: 7 /ns /a4 2725
Date Shipped ,// // Via) o, ViaZAEL 4 Prepaid or (O Collect
# Parcels in Shipment ____ TOTAL NUMBER OF SAMPLES O L
GEOLOGIST'S NAMEL-Z0 /////\/A7/>  PHONE NUMBER'Z_Z 2 /A Z/) JPROJECT NAME OR NUMBER L =/ /0l
N {
Samples| # Sample Numbers ELEMENTS TO BE ANALYZED Neutron Ore
ype | Samples (Series) Cu Pb Zn Mo Ag Cd Ni CoMn Fe Bi V U W F Au As Hg Sn Sb Ba|E spec| Activation DcP test
- Neutron ore
J,‘ LA & Cu |Pb |Zn Mo JAg |Cd |Ni [Co Mn |Fe |BI |V W |F As Mg |Sn [Sb |Ba |E spec | Activation oce test
= — bd Neutron ore
(s 6 A £ “¢/ICu [Pt |Zn Mo JAg [Cd Ni |Co Mn |Fe |Bi |V |U |W |F A’,As g [Sn [Sb lBa E spec | Activation oce test
i Neut
~1 |Cu |Pb |Zn JMo [Ag [Cd [Ni |Co Mn [Fe |Bi [V U |W |F [A¥JAs [Hg [Sn |Sb [Ba |E spec Acﬁ'ﬂ;ﬁgn P 10,':;
71V, Neutron ore
| 4 £ {|Cu [Pb [Zn Mo [Ag [Cd |Ni Co Mn |Fe |Bi [V [U |W |F |AR |As [Hg [Sn [Sb [Ba [E spec | Activation oce test
" ¥ Neutron ore
(L LMeCu [Ph |Zn Mo [Ag |Cd [Ni |Co Mn [Fe [Bi |V U |W |F %As Hg |Sn [Sh |Ba |E spec | Activalion DCP test
i " Neutron ore
& e (% Cu |Pb |Zn Mo [Ag [Cd NI |Co Mn Fe [Bi [V (U |W |F JAa((As [Hg [Sn |Sb IBa E spec | Activation oce test
' Neutran ore
b Cu |Pb [Zn Mo |Ag [Cd [Ni [Co Mn [Fe |Bi |V |U |W |F A’ As |Hg [Sn [Sb [Ba |E spec | Activation DCcP test
Neutran ore
p Cu |Pb |Zn Mo |Ag [Cd |NI [Co Mn [Fe |BI |V |U |W |F i/(ﬂs Hg [Sn |Sh [Ba E spec | Activation nce test
. l Neutron ore
| Cu |Pb [Zn Mo |Ag |Cd |Ni [Co Mn [Fe [Bi |V |U |W |F ﬁ‘ As JHg |Sn [Sb [Ba [E spec | Activation oce test
“Neuiron ore
- Cu |Pb |Zn Mo jAg [Cd [Ni [Co rdn Fe [BI |V |U W |F kxAs Hg |Sn [Sb |Ba |E spec | Activation DceP test
Ld Neutron ore
Cu [Pb |Zn Mo |Ag |Cd [Ni |Co Mn |Fe [Bi |V |U |W |F Jac |As |Hg |Sn |Sb |Ba [E spec | Aclivation pce lest
Neutron ore
Cu [Pb |Zn Mo |Ag [Cd |Ni |Co Mn |Fe |Bi [V [U [W |F |Au |As [Hg [Sn [Sh [Ba |E spec | Activation pece fest
NEUTTOm e
Cu [Pb |2 Mo |Ag |Cd |Ni [Co rdn Fe |Bi |V |[U |W |F JAu |As [Ho |Sn [Sh |Ba [E spec Activation pep test
Neutron ore
Cu |Pb |Zn [\90 Ag |Cd [Ni |Co Mn |Fe |Bi |V |U |W |F JAu JAs [Hg |Sn [Sb |Ba |E spec | Activation pee test
Neutron T
Cu [Pt |Zn }Ao IAg |Cd INi |Co }dn Fe |8i |V |U |W |F JAu |As [Hg |Sn |Sh laa E spec | Activation oce fest
EF--assay (%, ore grade) 00 (prepared
Please analyze by ' methods, the enclosed samples
O geochemical (ppm, trace level) 0 unprepared
O DO NOT ASSAY GEOQHEM!CAL OVERLIMITS
- ”~ ! B & 27 ’ : > > / J 4 T ge > - g
COMMENTS £ A Ao TLELIITAOUS L AL S re L Vel T L L L / LE
LUK LESNEB Y, D LA YENILE LA A4 Vr ZL VIS V4 /s lr/ L lE
20 Y- Ay LPEMVER. [AE
PLEASE INDICATE SAMPLE DISPOSITION
COARSE REJECTS PULPS

-DISCARD AFTER ANALYSIS COMPLETE

O RETURN COD AFTER ANALYSIS COMPLETE

0O STORE 60 DAYS-DISCARD

STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS

O DISCARD AFTER ANALYSIS COMPLETE
“FF-RETURN COD AFTER ANALYSIS COMPLETE
'O STORE 1 YEAR-RETURN COD

STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR

RESULTS, INVOICES AND SAMPLES TO BE SENT TO:

Y Results oo L2 L LELLLLK

& Invoices __ Lo PADL 437 LTUNGNL G LORY
R Pups L [ Lx FHZ i

‘O Rejects Jz 2y zipely S £ 7T e

O Results

O Invoice

O Pulps

O Rejects

White — Lab Copy - Please Include With Shipment

Results
Invoices
Pulps
Rejects

aagaa

Results
Invoice
Pulps
Rejects

ogooo

Yellow — Sample Prep. Copy Pink — Client's Copy
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Bondar-Clegg, Inc. !
12980 West Cedar Dy,
Lakewood, Colorado  *
US.A. 80228
Phone: (303) 989-1404
Telex: 45-693

< ik

L
¥

Invoice | 12666, Pode 1

BROHN MINING CORP.

MR, ROD MACLEOD DNate + 15-SEP-88

F.0. BOX 485

DEADWOODR,s SD Rerort No! 098-1000

27732 ProJect | BLASTHOLE
Reference! NONE LISTED

42 Analuses of Gold at ¢ 8,00 ¢ 336.00
Subtotal $ 336,00 $ 334,00

Analyses of Au/Hot Extraction at ¢ 4,00 ¢ 88.00
Subtotal 3 88.00 + 8#,00

"o
N

Semrle Preraeration

42 Samrles of Assaw Free st ¢ 3.2 ¢ 1346.50
42 Szmrles of Deadwood Surcharge gt ¢ 0.50 % 21.00
Subrtotal $: 157,99 $ 157.50
Miscellaneous Chardes
4%Z S.D. STATE SALES TAX $ 4.20
2% DEADWOOD CITY SALES TAX $ 2.10
Subtotzal P $ 6,30 $ .30
Invoice Total! $ 3587.80 U.S.

THIS IS APROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED
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Bondar-Clegg, Inc.
12980 West Cedar Dr,
Lakewood, Colorado  *
U.S.A. 80228
Phone: (303) 989-1404
Telex: 45693
{ {
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Lab Report

Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 9891404 .

’

BROHK MINING CORP.
MR, ROD MACLEOD

P.0, BOX 485
REAPMOOD, SD
37732




Bondar-Clegg, Inc. Geochemical
12980 West Cedar Dr.
Lakewood, Colorado 80228 Bc Lab Report

(303) 9894404
- BONDAR-CLEGG
REPORT: 098-1000 ( COPLETE ) ] | REFERENCE INFO: NOKE LISTED |
CLIENT: BROHN NINING CORP. SUBNITTED BY: R, MACLEOD
PROJECT: BLASTHOLE DATE PRINTED: 14-SEP-88
NUREER OF  LOVER
ORDER  ELENENT ANALYSES  TETECTION LINIT EXTRACTION METHOD
1 Firehu Gold 2 0,002 0PT Fire Assay
2 CN Au AuMot Extraction 2 0,002 OFT Cyanide Leach Atosic Absoretion
SANPLE TYPES NUMBER SIZE FRACTIONS NURBER SWAPLE PREPARATIONS NUNBER
D DRILL CORE 2 2 150 2 Assay Pres 2

Deadwood Surcharde 42

REMARKS: CYANIDE SHAKE RESULT NOW REPORTEDR FOR SAMNPLE
800,

—REPORT COPIES TOT MR, ROD MACLEOD TNVOICE TG MR, _ROD HACCEDN




Dr.

Lakewood, Colorado 80228 Bc Lab Report
(303) 989-1404

, BONDAR-CLEGG

REPORT: 098-1000 | PROJECT: BLASTHOLE PAGE_ 1

SANPLE ELEMENT FireAu  CN Au SAMPLE ELEMENT FireAu  CN Au

NUKBER UNITS OPT 0PT NUNRER UNITS 0PT OPT

D2 §5-9-6-220 0,007 D2 S-9-6-826 0,030 0,026

D2 5-9-6-221 0,003 D2 §5-9-4-827 0,034  0.021

D2 §-9-6-222 <0.002

D2 5-9-6-223 0,024 0,022

D2 §-9-6-224 £0,002

D2 §-9-6-225 0,009

12 §-9-6-226 0,016  0.017

b2 §-%-4-227 0,011

D2 §-9-6-772 0,010

D2 §-9-6-780 0,004

02 §-9-46-781 0.012

b2 §-9-4-782 0,010

D2 S-9-4-783 0,009

D2 §-9-6-784 0,022 0,023

D2 §-9-6-785 0,015 0,018

D2 §-9-6-784 0,029 0,029

D2 S-9-6-787 0,003

D2 §-9-6-788 0,002

D2 §-9-6-789 0,006

D2 §-9-6-790 0,006

D2 §-9-6-791 0,016 0,015

D2 §-9-6-792 0,003

D2 5-9-6-800 0,030  0.01%

D2 §-9-4-801 0,015  0.018

D2 5-9-6-803 0,015  0.018

D2 5'9-6'904 0,017 0.019

D2 5-9-6-805 0,025 0,024

D2 §-9-6-806 0.017  0.018

2 S-9-6-807 0,010

02 5'9'6'800 0.018 0.017

D2 §-9-6-809 0,018 0,018

D2 §-9-6-810 0.030 0,031

D2 §-9-6-811 0,006

D2 5-9-6-820 0,007

D2 5-9-4-821 0,012

D2 $-9-6-822 0.018 0,015

D2 §-9-6-823 0,017 0,018

m 3'9'6"824 0.034 00021

32 3—9—6-825 0.018 00019




LAB. REPORT NO.
r~ L]
BONDAR-CLEGG INC
-
12980 W. CEDAR DR, LAKEWOOD, CO. PHONE: 9891404 TELEX: 45-693
SAMPLE SHIPMENT NOTICE
7,/,"’ 2 FEEY SV %
Date Shipped f r" Ll Viails <711 Prepaid or 0O Collect
# Parcels in Shipment _ TOTAL NUMBER OF SAMPLES a
; / L - 7 -
GEOLOGIST'S NAME ,1 / £ PHONE NUMBER/Z_"_ 7 " " /" / PROJECT NAME OR NUMBER £
Samples B Sample Numbers ELEMENTS TO BE ANALYZED Neutron Ore
Type | Samples (Series) Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V U W F Au As Hg Sn Sb Ba|E spec Activation oce test
Neutron ore
D | Cu [Pb [2n Mo JAg |Cd |Ni [Co Mn [Fe |BI |V W [F |8 |As [Hg [Sn [Sb [Ba |E spec | Activation oeP | test
) Neutron ore
! b ~ |Cu |Pb [Zn Mo |Ag [Cd [Ni [Co Mna [Fe |Bi [V |U |W |F |4 |As [Hg [Sn [Sb |Ba |E spec | Activation pce test
Neutron ore
Cu [Pb |Zn Mo |Ag |Cd |Ni [Co Mn |Fe |Bi |V |U |W |F |A8 |As Mg [Sn |Sb |Ba |E spec | Activatien test
\ Neutron ore
/e £ // [Cu [Pb |Zn Mo JAg [Cd [Ni [Co Mn [Fe [Bi |V [U |W (F A [As |Hg [Sn [Sb IB E spec | Activation oce test
1 . Neutron e
¢ / /Icu |Pb [Zn Mo |Ag [Cd [NI [Co Mn |Fe |Bi |V |U [W |F |AM]As [Ho [Sn |Sh |Ba |E spec | Activation pce test
v 4 f | ] Neutron ore
Fe el - Cu [Pb [Zn Mo |&g [Cd |Ni [Co Mn |Fe |Bi |V |U [W |F |AW |As Hg [Sn |Sb |Ba |E spec | Activation pce test
Neutron ore
Cu [Ph [Zn Mo |Ag |Cd [Ni |Co Mn |Fe |Bi |V |U |W [F |Au [As [Hg [Sn [Sb |Ba IE spec | Activation oce test
Neulron ore
Cu |Pb |Zn Mo Ag |Cd |Ni {Co Mn [Fe |Bi |V |U |W |F |Au |As [Hg |Sn |Sb [Ba E spec Activation oce test
Neutron ore
Cu |Pb [Zn Mo |Az |Cd NI [Co Mn |Fe |Bi |V |U |W |F |Au |As Mg [Sn |Sb [Ba |E spec | Activation pee lest
Neulron ore
Cu [Pb |Zn Mo JAg |Cd [Ni [Co Mn |Fe [Bi |V |U |W |F [Au |As Hg [Sn [Sb |Ba |E spec | Activatior Dep test
Neutron ore
Cu |Pb [Zn Mo JAg |Cd [Ni |Co Mn [Fe |B U |W |F JAu |As Hg [Sn [Sh |Ba |E spec Aclivation oce test
Neulron ore
Cu |Pb |Zn Mo JAg |Cd [Ni [Co Mn |Fe |Bi |V |U |W |F Ao |As Hg [Sn |SD laa E spec | Activation DCP lest
l Neuon e
Cu |Pb |Zn Mo |[Ag [Cd [Ni [Co Mn [Fe |Bi |V |U [W |F |Au |As [Hg [Sn |Sb [Ba |E spec | Activation pep tes!
Neulron ore
Cu [Pb |Zn Mo JAg |Cd |Ni [Co Mn [Fe |Bi |V |U |W |F Jiu |As [Hg |Sn [Sb [Ba [E spec | Activation pce test
weutron ore
Cu [Pb |Zn Mo |Ag |Cd [Ni |Co Mn fFe |Bi |V |U |W |F JAu |[As Hg [Sn |Sb lae E spec | Activation ocP test
{1 assay (%, ore grade) O prepared
Please analyze by / ; methods, the enclosed samples
[0 geochemical (ppm, trace level) O unprepared
0 DO NOT ASSAY GEOCHEMICAL OVERLIMITS
COMMENTS =
PLEASE INDICATE SAMPLE DISPOSITION
COARSE REJECTS PULPS

[3. DISCARD AFTER ANALYSIS COMPLETE

[0 RETURN COD AFTER ANALYSIS COMPLETE

[0 STORE 60 DAYS-DISCARD

STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS

[0 DISCARD AFTER ANALYSIS COMPLETE

[ RETURN COD AFTER ANALYSIS COMPLETE

0 STORE 1 YEAR-RETURN COD

STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR

RESULTS, INVOICES AND SAMPLES TO BE SENT TO:

Results
Invoices
Pulps
Rejects

ogoag

Results
Invoice
Pulps
Rejects

o ft

White — Lab Copy - Please Include With Shipment

Results

Invoices

Pulps

oooao

Rejects

Results

Invoice

Pulps

8.0 0.0

Rejects

Yellow — Sample Prep. Copy Pink — Client's Copy




"{IfL 14-09-88 09:42:32 @98-1000 R. MACLEOD 62/09/88"
"SLIENT BROHM MINING CORP. "

"PROJECT BLASTHOLE #SAMPLES: 42 REFERENCE: NONE LISTED
"SPECIAL VALUES"

" IS Insufficient Sample"

" -9 No Value Recorded"

" Values above the upper limit are shown as +uplimt”

" Values below the lower limit are shown as -lolmt (ie not detected)"
“DETERMINATIONS"
" ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS"
" @1 FireAu FA OPT 42 0.802 99.999 Results Reported "
“ 82 CN Au AA E31 OPT 22 0.002 99.999 Results Reported "
"SAMPLE PREPS"
" 49 SAMPLE TYPE=D DRILL CORE "
" 41 P1i7= 42 Assay Prep "
' 42 P86= 42 Deadwood Surcharge "
"REMARKS™"
" 5@ CYANIDE SHAKE RESULT NOW REPORTED FOR SAMPLE "
" 51 800. "
(L & B A1)
"FORMAT (A8,1X,A1,A1,1X,A20,2(1X,A7,A2))"
"BEGIN " "Type'" "Frac" "Sample ID" "FireAu" " CN Au"
"10000001" "DO" "2" "S-9-6-220 " 0.007 -9
"190000004" "D" "2" "S-9-6-221 " 0.003 -9
"10000005" "p" "2" "S$-9-6-222 " -0.002 -9
"10000006" "D" "2" "S5-9-6-223 " 9.024 0.022
"10000007" "D" "2" vS§-9-6--224 " ~-0.002 -9
"10000008" "D" "2" "S$-~9-6-225 " 9.009 9
"“i10000009" ©"D" "2" "§-9-6-226 " 0.016 0.017 59
"10000010" “D" "2" "S-9-6-227 " 0.011 -9
“10000011" "0O" "2V "S$-9-6-772 " 0.010 -9
"19000012" "DO" "2" "$-9-6-780 " 0.92906 -9
"10000013" "D" "2" "S$-9-6-781 " e.012 --9
"10000014" "D" "2" "S§$-9-6-782 " 2.010 -9
"10000015" "D" "2" "$--9-6-783 " ©.009 -9
“10000016" "D" "2" "S~-9-6-784 " 90.022 0.023 s>
"10000017" "D" "2" "S-9-6-7895 " @.015 0.018 &>
. "1Q900p018" "D" "2" "S-9-6-786 " 0.029 0.029 <=2
} "106000018" "D" "2" "S--9-6~787 " 0.003 9
"100600020" "D" "2" "S5-9-6-788 " 0.002 -9
' "10Q000021" "D" "2" "$-9-6-789 " 0.006 -9
"10000022" "D" "2" "S-9-6-790 " 0.006 -9
"10000023" "D" "2" "S$-9~6-791 " 2.016 0.015 4
"106000024" "D" "2" "S-9-6-792 " 0.003 -9
"i1e6000025" "D" "2" "S-9~6-800 " 9.030 0.019 7%
"100600026" "D" "2" "S~-9-6-801 " 9.015 9.918 oV
"10000029" "D" "2" "“S$-9-6-802 " 2.015 é.013 7
"10000030" "O" "2" "S-9-6-803 " 0.015 0.018 >
"i1e@000031" "D" "2" "S-9-6-804 " 0.017 0.019 93
"100006032" "D" "2" "S-9-6-895 " 0.025 0.024 &
"10000033" “D" "2" "S-9-6-806 " 60.017 0.018 "~
"10009034" "D" "2" "“S-9-6-807 " 0.010 -9
"100060035" "D" "2" "S-9-6-808 " 2.018 0.017 9¢
} *"190000@36" "D" "2" "S$-9-6-809 " 0.018 0.018 {’ﬂ
| "1ee@@037" "D" "2" "S$-9-6-810 " 2.030 0.031 (v
"1Q000@38" "p" "2" "5-9-6-811 " @.006 -9
"10000038" "D" "2" "S--9--6-820 " 0.007 9
"iQ000@040" “"O" "2" "$-9-6-821 " 0.012 -9
"100@0041" "D" "2" "§-9-6-822 “ 0.018 8.01% 7.
| "100600042" "D" "2" "S§.-.9-6-823 " 90.017 0.018 752
"10000045" "“D" "2" "S-9--6-824 " 0.034 0.021 52
"10000046" "O" "2" "S-9-6-825 " 90.9018 0.919 ixy
“10000047" "D" "2" "S..9-6-826 " 0.030 0.026 27
L4l10000048” “p" "2" v§.9-6-827 " 0.031 .0923 D




"l9l1b06ow"
"1¢150051"
n191¥052"
"10150053"
"10150054"
"19150055"
119150056 "
“16150057 "
"19150058"
"10150061"
"10150062"
"10150063"
110150064 "
“10160865"
"10150066"
10150067 "
"19150068"
"10150069"
"10150070"
"10150071"
"10150072"
"10150073"
"19150074"
"19150075"
"10150076"
“10150077"
"10150078"
"10150079"
“10150080"
"19150081"
"19150082"
“10150083"
"10150086"
"10150089"
"“10150090"
“10150091"
"10150092"
"19150093"
llENDI'

ll2ll
HZI:
ll20l
ll2ll
ll2“
"2"
ll2“
Ilzll
I|2||
1 2“
|I2ll
"2”
Il2|l
Il2l|
ll2|l
l|2ll
l|2ll
ll2l‘
ll2ll
l02ll
llzli
Hzll
II2 "
|I2ll
II2|I
II2II
"2"
Il2'l
ll2l|
ll2l|
ll2ll
112"
il2ll
ll2ll
Il2“
"2“
I!2ll

"$-9-6-137
"$-9-6-138
"$-9-6-139
"S-9-6-140
"S-9-6-141
"$-9-6-142
"S$-9-6-143
"§5-9-6-144
"S-8-6-145
"S-9-6-146
"5-9-6-17@
"§-9-6-171
"$-9-~6-172
"S-9-6~173
"S$-9-6-174
"$5-9-6-175
"§-9-6-176
"$§~-9-6-177
"$-9-6~-178
"$-9-6-179
"$-9-6-189
"$-9-6-1381
"$-9-6-182
"§-9-6-183
"$-9-6-184
"$-9-6-185
"S$~9-6-186
"S§-9-6-187
"$-9-6-188
"$-9-6-189
"$-9-6-190
"§-9-6-191
"$-9-6-192
"$-9-6-193
"$~-9-6-194
"$-9-6-195
"S§~-9-6-243

V.9LD
0.017
0.035
2.019
9.009
0.01@
9.012
@.085
0.027
@.0609
0.017
2.003
0.005
0.004
2.004
©.003
©.006
9.008
9.0214
2.013
©.023
6.025
2.033
0.003
©.079
0.031
0.022
0.625
©.030
8.022
©.038
8.023
@.1e4
0.025%5
2.011
2.017
©.014
2.027

.0l 158
.02 /=52

0.027 ’oh
0.026 99D
0.033 /50
0.064 7/
0.030 97

0.026 (0D
0.023 32
0.033 '0?
0.026 'S0
0.035 “1
0.e24 10D
0.054 61
0.029 6D




Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado
US.A 8028

Phone: (303) 989-1404
Telex: 45693

— -

BROHM MINING CORF.
HR. ROD MACLEOD
F.0, BRCX 485
DEADWOODs SD
87732

Inveoice ¢ 12687, Pagde 1
Rate :+ 15-SEP-88
Rerort Noi: 098-0988

Prodect ¢ BLASTHOLE
Reference; NONE LISTED

10 Analyses of Gold
1 Analuyses of Gold
1 Aneluses of Gold

Subtotal

1 Analuses of Au/Hot Extraction
Subtotal

Sasrle Prerparation
10 Samples of Assayw Prep
10 Semrles of Dezdwood Surcharde
Subtotsal

Hiscellaneous Chardes
4% S.D. STATE SALES TAX
2% DEADWOOD CITY SALES TaAX
Subtotal

Invoice Totzl!

oh +o

st

at
at

at

at
et

Rl

8,00 ¢ 80.00
0,00 % 0.00
0.00 ¢ 0.00

$ 80.00 $ 80.00
1,00 § 4,00

$ 4,00 3 4.00
3,25 % 32,50

0.50 ¢ 5.00
$ 37,50 $ 37.30

$ 1,50 H 1.50

$ 123,00 U.S.
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{Z.NMM‘J

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED
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THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED



Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

Geochemical
Lab Report

BROKM MINING CORP.
#F. ROD MACLEOD
F.0. BOX 485
DEADROOD, SD
57732




